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WUHAN BOYUAN PAPER & PLASTIC PRINTING CO., LTD.

NO.60.YINBAI ROAD. EAST-WEST LAKE DISTRICT. WUHAN. CHINA. 430040.

.

.

The following sample(s) was/were submitted and identified on behalf of the clients as : PAPER CUP.

SGS Job No. : CQ18847637EC - CQ.

Date of Sample Received :. 15 Mar 2018.

Testing Period :. 15 Mar 2018 - 04 Apr 2018.

Test Requested :. Selected test(s) as requested by client..

Test Method :. Please refer to next page(s)..

Test Results :. Please refer to next page(s)..

Result Summary :.

Test Requested. Conclusion.

Council of Europe Resolution AP (2002) 1 – –Preserving effect.. PASS.

Council of Europe Resolution AP (2002) 1 –Extractable heavy metals. PASS.

. .Approved Signatory.

Ivy Ren.

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch.
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Test Results :.

Test Part Description :.

Specimen No.. SGS Sample ID. Material

(claimed by the client).

Description.

SN1. CAN18-043082.002 Paper+plastic.White paper cup w/ transpanrent plastic film.

Council of Europe Resolution AP (2002) 1 – –Preserving effect.

Test Method :. With reference to EN 1104:2005..

Test Item(s). Limit. 002.

Aspergillus niger ATCC 6275. ★. Absent.

Bacillus subtilis ATCC 6633. ★. Absent.

Comment. PASS.

Notes :.

1.★= Absence of zone inhibition

2.Absent denotes absence of Antimicrobic constituents. 

Present denotes presence of Antimicrobic constituents ..

Council of Europe Resolution AP (2002) 1 –Extractable heavy metals.

Test Method :. With reference to EN647:1993 (hot water extraction), analysis was performed by ICP-MS..

MDLTest Item(s). Limit. Unit. 002.

ND.0.001.mg/dm².0.002.Extractable Cadmium.

ND.0.001.mg/dm².0.002.Extractable Mercury.

ND.0.002.mg/dm².0.003.Extractable Lead.

PASS.Comment.

Notes :.

1. mg/dm²= milligram per square decimeter

2. MDL=Method Detection Limit

3. ND = Not Detected(less than MDL).
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Sample photo:.

CANEC1804308203

CAN18-043082.002.

SGS authenticate the photo on original report only.

*** End of Report ***.
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